Certificate No./AEBAH5H5 : 230411-RC29ZN-0042AB-0001

pOSCO MI" TeSt Certiﬁcate/F ﬂﬁlﬁﬂﬂ:ﬁ' Date of Issue/& 1T B i : May., 04, 2023

PZSS Surface Finish
Order No./iT £S5 : 2951002311 PO No. /M S : /= ERA - NO-2B
: ' Delivery Condition/33 5t iR 72 B A B %t
RUPPLeT . (Hh L) EIA 0 THIRA T commodiy . sTS CR COIL
Customer . 15713 = Spec & Type :
) RIETR N < :
BRI R FBLUHFRETENERLT R & hl%e. : ASTM A240/A240M-2022:316L
: : T/eﬁLs{élaeﬁIéSt ot 2SS Chemical Composition/{t 2 %
: : 9| YSom YSiw TS EL i fEEHE o
Size/R~ | Product No. Quantlty We'%ht Heat No. | &. 0.2% 1o% o = ) _
(m) | /EREB | KR (kg) 5= =3 (IFe) (%) 2| ¢ Si Mn P S cr Ni Mo N
> .\ > (%) (%) (%) (%) (%) (%) (%) (%) (ppm)
295x1279xC | - QWQ14758 1 13,318 $609394 | T | 270 296 597 59 148.0 L [ 00154 0495 1439 00313 00022 16521 10019 2009 128
: : : B| 271 298 599 60 | 149.0
** Sub Total (oso P10 143318 (kg) :
** HEAT TREATMENT ** SOLUTION TREATMENT MIN 1040°C QUENCHING(EIFA4LBIBEE 104058 £)
*** Grade Total e H 1 : 13,318 (kg)

*** Grand Total e : 1 13 318 (kg)
: E E s == Last Item ===

We hereby certify that the material herein has been made in accordance with the order and above specification.

* Position - T : Top, M : Middle, B : Bottom
Test Certificate is issued according to EN 10204 3.1.

* Tensile Test. Direction : Transversal, Gauge Length : 50 mm(Rectangular),
YP Method : 0.2 % off-set
* Division - L : Ladle Analysis

Legal sanction can be imposed on forging. Impropef u&of-product can cause safety issues.

Surveyor To : M
o('

POSCO (Zhangjiagang) No.1 Daxin Riverside Road, Zhangjlagang City, Jiangsu Province, PRC./;IFAEKRET AFERINE1S <PAGE:1> Chief of material testing section/&iE A
Stainless Steel Co.,Ltd. AT EOB) FRNEHERAR 9
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